
South Carolina Elastic

RE: CPSIA Lead Testing

Landrum, SC 29356

201 SCE Road

Mike Tasillo

Jerry Davies

Laboratory Supervisor

Enclosed are the results of analyses for samples received by the laboratory on 01/22/09 10:28. The samples 

contained in this report were analyzed according to the submitted Chain of Custody document.  If you have 

any questions concerning this report, please contact Brian Kiser, Quality Manager at (717) 540-0212.  

Elemental Research invites you to submit feedback, both positive and negative, so we may improve our 

management system and analytical testing services. You may do so by calling (717) 540-0212 or by email at 

feedback@elementalresearchlab.com.

Sincerely, 

02 February 2009



Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

Sample ID Laboratory ID Matrix Date Sampled

ANALYTICAL REPORT FOR SAMPLES

Date Received

104B Natural (1/4) 9000015-01 Substrate 01/21/09 00:00 01/22/09 10:28

12034W Black (1/2) 9000015-02 Substrate 01/21/09 00:00 01/22/09 10:28

12034W White (1) 9000015-03 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Black (3/4) 9000015-04 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Foliage Green (1) 9000015-05 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Grey (1) 9000015-06 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Natural (1) 9000015-07 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Orange (1) 9000015-08 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Purple (1) 9000015-09 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Red (1) 9000015-10 Substrate 01/21/09 00:00 01/22/09 10:28

12104W White (1) 9000015-11 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Beige (1 1/2) 9000015-12 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Black (1 1/2) 9000015-13 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Kelly Green (1 1/2) 9000015-14 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Navy (1 1/2) 9000015-15 Substrate 01/21/09 00:00 01/22/09 10:28

12104W Royal (2) 9000015-16 Substrate 01/21/09 00:00 01/22/09 10:28

12131W White (1 1/2) 9000015-17 Substrate 01/21/09 00:00 01/22/09 10:28

12141W Black (1) 9000015-18 Substrate 01/21/09 00:00 01/22/09 10:28

12141W White (1) 9000015-19 Substrate 01/21/09 00:00 01/22/09 10:28

12372W Black (1) 9000015-20 Substrate 01/21/09 00:00 01/22/09 10:28

12372W White (1) 9000015-21 Substrate 01/21/09 00:00 01/22/09 10:28

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

Sample ID Laboratory ID Matrix Date Sampled

ANALYTICAL REPORT FOR SAMPLES

Date Received

12716W Black (1 1/4) 9000015-22 Substrate 01/21/09 00:00 01/22/09 10:28

12716W White (1 1/4) 9000015-23 Substrate 01/21/09 00:00 01/22/09 10:28

15067K White (1/2) 9000015-24 Substrate 01/21/09 00:00 01/22/09 10:28

15121K White (3/4) 9000015-25 Substrate 01/21/09 00:00 01/22/09 10:28

15121K White (1 1/4) 9000015-26 Substrate 01/21/09 00:00 01/22/09 10:28

15122K White (1/4) 9000015-27 Substrate 01/21/09 00:00 01/22/09 10:28

15289K Red (4) 9000015-28 Substrate 01/21/09 00:00 01/22/09 10:28

15289K Royal (4) 9000015-29 Substrate 01/21/09 00:00 01/22/09 10:28

15319K White (3/8) 9000015-30 Substrate 01/21/09 00:00 01/22/09 10:28

15471K White (1/4) 9000015-31 Substrate 01/21/09 00:00 01/22/09 10:28

15825K White (3/4) 9000015-32 Substrate 01/21/09 00:00 01/22/09 10:28

15867K Black (3/4) 9000015-33 Substrate 01/21/09 00:00 01/22/09 10:28

15867K White (3/4) 9000015-34 Substrate 01/21/09 00:00 01/22/09 10:28

16207K White (1/2) 9000015-35 Substrate 01/21/09 00:00 01/22/09 10:28

16328K White (3/8) 9000015-36 Substrate 01/21/09 00:00 01/22/09 10:28

2542B White (3/8) 9000015-37 Substrate 01/21/09 00:00 01/22/09 10:28

4502B Natural (3/8) 9000015-38 Substrate 01/21/09 00:00 01/22/09 10:28

4519B Natural (1) 9000015-39 Substrate 01/21/09 00:00 01/22/09 10:28

6467K Natural (1/2) 9000015-40 Substrate 01/21/09 00:00 01/22/09 10:28

9002W White (3/4) 9000015-41 Substrate 01/21/09 00:00 01/22/09 10:28

9400K White (3/8) 9000015-42 Substrate 01/21/09 00:00 01/22/09 10:28

9600K Black (1/2) 9000015-43 Substrate 01/21/09 00:00 01/22/09 10:28

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

Sample ID Laboratory ID Matrix Date Sampled

ANALYTICAL REPORT FOR SAMPLES

Date Received

9601K White (1/4) 9000015-44 Substrate 01/21/09 00:00 01/22/09 10:28

Project Comments:

A Chain of Custody was not submitted with this workorder.  Client provided product list.

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

104B Natural (1/4)

9000015-01 (Substrate)

Total Metals in Substrate

Lead 50 ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12034W Black (1/2)

9000015-02 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12034W White (1)

9000015-03 (Substrate)

Total Metals in Substrate

Lead ND ppm 9 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Black (3/4)

9000015-04 (Substrate)

Total Metals in Substrate

Lead 10 ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Foliage Green (1)

9000015-05 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Grey (1)

9000015-06 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Natural (1)

9000015-07 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Orange (1)

9000015-08 (Substrate)

Total Metals in Substrate

Lead 20 ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Purple (1)

9000015-09 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.

Page 12 of 48



Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Red (1)

9000015-10 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W White (1)

9000015-11 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Beige (1 1/2)

9000015-12 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Black (1 1/2)

9000015-13 (Substrate)

Total Metals in Substrate

Lead 10 ppm 9 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Kelly Green (1 1/2)

9000015-14 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Navy (1 1/2)

9000015-15 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.

Page 18 of 48



Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12104W Royal (2)

9000015-16 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12131W White (1 1/2)

9000015-17 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12141W Black (1)

9000015-18 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12141W White (1)

9000015-19 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12372W Black (1)

9000015-20 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012701 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12372W White (1)

9000015-21 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12716W Black (1 1/4)

9000015-22 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

12716W White (1 1/4)

9000015-23 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15067K White (1/2)

9000015-24 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15121K White (3/4)

9000015-25 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15121K White (1 1/4)

9000015-26 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.

Page 29 of 48



Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15122K White (1/4)

9000015-27 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15289K Red (4)

9000015-28 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15289K Royal (4)

9000015-29 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15319K White (3/8)

9000015-30 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15471K White (1/4)

9000015-31 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15825K White (3/4)

9000015-32 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15867K Black (3/4)

9000015-33 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

15867K White (3/4)

9000015-34 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

16207K White (1/2)

9000015-35 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

16328K White (3/8)

9000015-36 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

2542B White (3/8)

9000015-37 (Substrate)

Total Metals in Substrate

Lead 60 ppm 20 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

4502B Natural (3/8)

9000015-38 (Substrate)

Total Metals in Substrate

Lead 20 ppm 20 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

4519B Natural (1)

9000015-39 (Substrate)

Total Metals in Substrate

Lead 50 ppm 50 9012702 01/28/09 01/29/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

6467K Natural (1/2)

9000015-40 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012703 01/29/09 02/02/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

9002W White (3/4)

9000015-41 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012703 01/29/09 02/02/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

9400K White (3/8)

9000015-42 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012703 01/29/09 02/02/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

9600K Black (1/2)

9000015-43 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012703 01/29/09 02/02/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

9601K White (1/4)

9000015-44 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012703 01/29/09 02/02/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

South Carolina Elastic

201 SCE Road Not Specified

Mike Tasillo

CPSIA Lead Testing

02/02/09 18:47Landrum SC, 29356

Notes and Definitions 

Sample results reported on a dry weight basis

Relative Percent DifferenceRPD

dry

Not ReportedNR

Analyte NOT DETECTED or ABSENT at or above the reporting limitND

Analyte DETECTED or PRESENT at or above the reporting limitDET

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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